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capable of embolizing a focal lesion in a blood vessel
without causing any adverse effects on the living body. The
swell time can be shortened if the embolizing material is
made of a high-polymer gel that has been treated with a salt
solution after precipitation.

10 Claims, 3 Drawing Sheets




